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NSVI highly recommends the installer read this document in its entirety before installing Natural THIN Stone Veneers.    The information contained is provided to explain the 
most commonly asked questions about stone installation.  The instructions, tips, and hints serve as general guidelines.  NSVI has neither liability, nor can be held responsible, to 
any person or entity for any misunderstanding, misuses, or misapplication that would cause loss or damage of any kind. Review and adhere to local building codes, and follow 

safety guidelines. If questions arise, please attempt to contact your local dealer first.  If the dealer cannot answer your question, call NSVI Technical Support:  111---920920920---251251251---243424342434. 
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See installation videos:  http://nsvi.com/installation_instructions.html - 2 - See installation videos:  http://nsvi.com/installation_instructions.html 

Getting StartedGetting Started                                 
Material Calculations for FLATS 

Area (SqFt)= Length(ft)  x  Height(ft)  
  

Subtract area covered by windows & doors. 
 

Material Calculations for CORNERS 
Measure length or height(ft)  of corner to be cov-
ered with Natural THIN Stone Veneer. 
 

One linear foot of corners will cover approxi-
mately 1/2 square foot of flats which can then 
be subtracted from the total square footage of 
flats calculated above. 

 

Note:  NSVI recommends having at least 5% additional material on-hand 
to ensure ideal color, size, and texture distribution. 

Environmental Considerations 
In HOT, dry conditions, NSVI recommends to dampen the 
scratch coat or masonry substrate where the stone is about 
to be applied.  Otherwise, the stone will absorb moisture 
from the mortar too quickly, resulting in a weaker bond.   It 
should appear damp without any pooling.   
 

When air temperature falls below 50 degrees F (10 degrees 
C), heat mortar mixing water.  In temperatures less than 40 
degrees F., mortar will not set properly.  Keep the mortar 
and work area at or above 40 degrees.   
 

Store mortar under cover in area where air temperature is 
maintained between 40 degrees F and 110 degrees F (4 
degrees C and 43 degrees C).  
 

(For minimum requirements, see: ACI 530.1/ASCE 6/TMS 602)  

Tools & Equipment Needed 
The tools shown may not all be required for 
every stone project.  Also, NSVI does not 
necessarily recommend or endorse one 
particular brand over another. 

Margin Trowel 

Grout Bag 

Tuck Pointer 

-ÁÓÏÎȭÓ 4ÒÏ×ÅÌ 

Ear Plugs 

Safety Glasses 

Wheel Barrow 

Carpentry Level 

Notched Trowel 

Tape Measure 

Brush or Wisk Broom      

Diamond Blade Mason Saw  
(Circular, Chop, Grinder) 

Staple Gun 

Ȱ-ÁÓÏÎÒÙȱ (ÁÍÍÅÒ 

NIOSH N-95 Dust Mask 

Chalk Line 

Used to mix and transport mortar. 

Used to groove  the scratch-coat. 

Used to fill in mortar joints. 

Used to fasten weather resistant barrier. 

Used to shape stones as needed. 

Used to prevent dust inhalation. 

Used to custom fit stone near trim-work & edges. 

Used to rake mortar joints. 

Helpful to maintain level rows of stone. 

Ear and Eye Protection (Sawing or Shaping) 

Wet Saw (Preferred) 

Used to fasten wire mesh. 

Used to clean debris, smoothen mortar joints, or to apply sealant. 

Used to work mortar. 



 - 3 -  

 

PreparationPreparation  
Substrates 

Getting Started Getting Started (continued...)(continued...)                                 

Poured Concrete  Poured Concrete  (& Stucco)(& Stucco)  
  

Poured Concrete (or Stucco)Poured Concrete (or Stucco)  
  

Wire MeshWire Mesh  
  

Scratch CoatScratch Coat  
  

  

Concrete Masonry UnitConcrete Masonry Unit  
(CMU)(CMU)  

CMU BlockCMU Block  
  

  

  

See page 4 for additional detail. 

  

  

* Rigid Backwall Sheathing not to* Rigid Backwall Sheathing not to  

        Include rigid insulation.Include rigid insulation.  

  

  

  

  

  

See page 4 for additional detail. 
 
 

* Rigid Backwall Sheathing not to* Rigid Backwall Sheathing not to  

        Include rigid insulation.Include rigid insulation.  
 
 

  

If CMU surface is untreated (virgin 
surfaceɂno paint or other coatings), 
neither the wire lath nor scratch coat 
is required.   
 

Ensure surface is clean and free of 
debris.  
 

When necessary, dampen CMU sur-
face before applying stone (see 
ȰApplying...ȱȟ 0ÇȢ ΧɊ 

  

Best Practice:  Use wire mesh & 
scratch coat as pictured (right).  
 

      If paint or other protective coating is pre-
sent, or if applying over Stucco, NSVI recom-

mends the use of wire mesh. 
 

Alternative:  If concrete wall appears smooth, 
and clean, there could still be release agents 
present.  Surface should then be sand-blasted or 
etched with muriatic acid and allowed to thor-
oughly dry. 

  
 

See installation videos:  http://nsvi.com/installation_instructions.html 

Wood StudsWood Studs  
  

ΣȾΤȱ 2ÉÇÉÄ "ÁÃË×ÁÌÌ 3ÈÅÁÔÈÉÎÇ ɕΣȾΤȱ 2ÉÇÉÄ "ÁÃË×ÁÌÌ 3ÈÅÁÔÈÉÎÇ ɕ  
  

Moisture Resistant Barrier (Exteriors)Moisture Resistant Barrier (Exteriors)  
  

Wire MeshWire Mesh  
  

Scratch CoatScratch Coat  
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Metal StudsMetal Studs  
  

ΣȾΤȱ 2ÉÇÉÄ "ÁÃË×ÁÌÌ 3ÈÅÁÔÈÉÎÇ ɕΣȾΤȱ 2ÉÇÉÄ "ÁÃË×ÁÌÌ 3ÈÅÁÔÈÉÎÇ ɕ  
  

Moisture Resistant Barrier (Exteriors)Moisture Resistant Barrier (Exteriors)  
  

Wire MeshWire Mesh  
  

Scratch CoatScratch Coat  
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See installation videos:  http://nsvi.com/installation_instructions.html - 4 - See installation videos:  http://nsvi.com/installation_instructions.html 

Scratch-Coat 

PreparationPreparation  
Work Area 

Getting Started Getting Started (continued...)(continued...)                                 

 

Protect surfaces that could be damaged during the 
stone installation process, such as hardwood floor-
ing, window trim, and other areas that have already 
been finished.   

Stage material close to the installation area.  Layout 
stones so they can be easily viewed and reached. It 
is important to obtain stones from multiple boxes 
and/or crates (if present) and organize them by 
size, color, and texture.  Opening all boxes and 
crates will encourage random distribution. 

Moisture Resistant Barriers (MRB) 

Ensure surface is clean and free of any debris.  

Use Type-S mortar. 

It is important to not leave the scratch-coat surface 
smooth.  Groove scratch-coat horizontally with a 
notched trowel. 

Scratch-coating can be done in its entirety before 
ÁÄÈÅÒÉÎÇ ÓÔÏÎÅȟ ÂÕÔ ÉÔ ÉÓ ÁÌÓÏ ÁÃÃÅÐÔÁÂÌÅ ÔÏ Ȱscratch-
as-you-goȱȢ 

 

 

 

Wire Lath/Mesh 
Use expanded, galvanized, diamond-mesh meeting 
requirements of ASTM C847-06 (min 2.5 lb/yd2). 

Install tightly, cups up (smooth when felt from bot-
tom to top, rough when felt top to bottom.) 

Overlap sections of lath approximately 1 inch. 

&ÁÓÔÅÎ ÌÁÔÈ ÅÖÅÒÙ ΣΨȱ ÈÏÒÉÚÏÎÔÁÌÌÙ ÏÎ-center, and 
ÍÉÎÉÍÕÍ Ψȱ ÖÅÒÔÉÃÁÌÌÙȢ  

7ÒÁÐ ÃÏÒÎÅÒÓ ÍÉÎÉÍÕÍ ΣΨȱ ɉÉÎÓÉÄÅ ÁÎÄ ÏÕÔÓÉÄÅ 
corners.) 

 
         WOOD STUDS:  If anchoring to wood studs with    
         screws, use washers, and ensure 1 inch of stud  
         penetration.   If anchoring with wide-crown staples,  
         ensure staples will penetrate 1 inch deep. 
 

          STEEL STUDS: If anchoring to steel studs, ensure  
          1/2 inch of steel penetration beyond inside surface. 

1 -2 layers of housewrap, or  felt paper. *  

Install from bottom up, overlapping min. 4 inches., 
horizontally and vertically. 

Weep screeds may or may not be required. 
 

* Refer to local building codes. * 

Interiors  (Over Drywall) 

Instead of using moisture resistant barrier and wire 
mesh system, cement board products can be used for 
interiors.  (Exception:  Interior water features require MRB.) 
Apply cement board, rough side out, over studs 
(drywall is not necessary, but can be left in place). 
Fasten cement board using corrosion resistant 
ÓÃÒÅ×Ó ÅÖÅÒÙ ΣΨȱ ÈÏÒÉÚÏÎÔÁÌÌÙ ÏÎ ÃÅÎÔÅÒȟ ÁÎÄ ÍÉÎÉȤ
ÍÕÍ Ψȱ ÖÅÒÔÉÃÁÌÌÙȟ ÅÎÓÕÒÉÎÇ ÍÉÎÉÍÕÍ Σ ÉÎÃÈ ÏÆ ÓÔÕÄ 
penetration. 
Tape cement board seams with fiberglass tape and 
seal seams with Thinset mortar. 
Ensure surface 
is clean and 
free of debris. 

 

Mortar  

Type-S (ASTM C270) should be used for all NSVI stone 
products unless drystacking (i.e. Ledgestone Collection).  

Consistency of mortar mix is important.  If too wet 
or too dry, mortar will not adhere to stone or sub-
strate surface properly.  It should stick to the trowel. 

NSVI recommends adding acrylic bonding agent to 
Type-S mortar. This enhances the flexural, adhesion, 
compressive, and tensile strength qualities.  

 

Thinset (ANSI 118.4) when drystacking NSVI stone            
(also see Pg. 6).  

Use medium-grade ThinSet or 

Use high-grade ThinSet when adhering stone to   
water features or when installing in a high moisture 
environment (i.e. pool, shower, bath, spa). 

Interiors  (Cement BoardɂUse for Interiors Only) 

If drywall is used as the substrate, follow guidelines for 
Wire Lath/Mesh and Scratch-Coat as seen on this page.  
4ÈÅÎ ÓÅÅȟ ȰApplying NSVI Stone Veneerȱ ÏÎ ÐÁÇÅ ΧȢ 
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InstallationInstallation                                 

Trimming & CuttingTrimming & Cutting  
      Diamond Blade Wet (or dry) Saw 

      Masonry Hammer 

Some stones may require custom 
fitting.  A diamond masonry 
blade saw is the preferred means 
for precision cutting.  Wear 
proper safety gear. 

 
Along 
with dry 
saws, 4 inch grinders with 
diamond blades can be used 
to trim stones as needed. 

Shaping and texturing edges for custom fitting 
stone is often done using a masonry hammer.  
 

Care should be taken to ensure 
safety and minimal waste. 

Applying NSVIApplying NSVI  Stone VeneerStone Veneer  

Begin installation at the bottom.   

It is helpful to install a temporary ledge to 
keep stone off of the floor (usually 1/2 inch 
above floor for interior walls), or 4 inches 
above grade for exteriors.1    This will create a 
level starting point, and aid in speed of instal-
lation.  Also, horizontal chalk-lines are benefi-
ÃÉÁÌ ÅÖÅÒÙ ΣΤȱ- ΣΨȱ ÆÏÒ ÔÈÅ ÓÁÍÅ ÒÅÁÓÏÎȢ 

Install some corner stones before flats. 2 

Spread approximately 1/2 inch of mortar to 
entire back of stone (leave no air pockets). 

With firm pressure, press stone into place 
with a slight wiggle, allowing mortar to ooze 
around the outer edges of the stone.  Take 
care to prevent mortar from getting on sur-
face of stone.  (See Care, Cleaning, & Maint. this page.) 

Hold in place for a few seconds or until stone 
feels relatively secure in its wet mortar bed. 

Small stone chips or wood wedges can aid in 
immobilizing stones.  (Removed before filling joints.)  

Remove excess mortar from around stone 
using trowel or tuck pointer. 

Once placedɂDo Not Disturb.                              
If stone loosens, it must be removed.  Mortar 
must be completely cleaned off of the stone 
and the area where the stone was located.              
Then, reinstall stone per steps above. 

 

 

1  3ÅÅ 0ÇȢ Ω  ȰGrade Level FinishingȱȢ 
2  3ÅÅ 0ÇȢ Ω  ȰStone PatternsȱȢ 

Filling & Finishing JointsFilling & Finishing Joints  

Two Methods for Filling Jointsɂ 
 

Fill-As-You-Go * 
         Mortar is applied to top of previously placed stone  
           ɉȰÂÅÄ-ÊÏÉÎÔȱɊȟ ÁÎÄ ÔÏ ÁÄÊÁÃÅÎÔ ÓÔÏÎÅÓ ɉȰÈÅÁÄ ÊÏÉÎÔȱɊ  
           then a new stone is placed on top of (or next to) the        
           mortar joint bed, and tuck-pointed into remaining  
           joints around the stone, sealing it to substrate. 
 

Grout Bag  (ÁȢËȢÁȢ ȰÃÁËÅ-ÂÁÇȱ) * 
           Injecting mortar into joints after stone has been 
           installed.    
                                  
  *  If used, remove stone chips and/or wood -   
      wedges prior to filling in joints. 

 

Finishingɂ 
When mortar joints become firm, or thumbprint 
hard, the finishing process can begin.  Temperature 
and relative-humidity will affect the time it takes 
the mortar to get thumbprint-hard. 
 

Mortar joints are typically raked back and brushed smooth 
dependent on the joint style specified: 

 
 

Overgroutɂ Mortar joints are filled in, flush to the 
surface of adjacent stone(s), then smoothened 
with a soft bristle brush. 
 

Standardɂ Mortar joints are raked back to reveal 
the edge of the  stones, then swept smooth with 
the brush.  Joints should not be raked too deep as 
this could impact the integrity of the installation. 
 

             Key:  Do Not Give Reason for Water  

                               To Get Behind Stone. 

Care, Cleaning & MaintenanceCare, Cleaning & Maintenance 
If mortar gets on the face of the stone, let it dry 
slightly, brush off, and then sponge off any residue 
left behind.  The best cleaning method for natural 
stone is a diluted, mild, detergent, 2ɂ3 days after 
stone is set.  Try an inconspicuous test area before 
attempting to clean an entire stone surface. 
 

       Do Not Use Metal Brushes or Acids! 
 

 

See installation videos:  http://nsvi.com/installation_instructions.html 
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See installation videos:  http://nsvi.com/installation_instructions.html - 6 - See installation videos:  http://nsvi.com/installation_instructions.html 

ArchesArches  
      With or Without Corners 

Application Tips Application Tips                                 

For a full-veneer look, use corners as 
shown in the photo (right).   

For a more uniform appearance, a 
soldiers-course can be installed using 
only flats as shown (below). 

Bracing is generally not required, but 
mortar consistency is important. 

ColumnsColumns  

CMU ɂ (Preferred) 

Begin with corners, staggering the lengths.   

Follow instructions for CMU on Pg. 3.  
 
Wood Substrate ɂ 

Column should be of sturdy, sound construction, and internally 
braced to prevent twisting and to minimize movement. 

Columns should be designed so that stone does not bear the 
load of other structural or aesthetic elements. 

Apply weather resistant barrier as needed (see Pg. 4) 

Wire lath must be wrapped 16 inches min. around the corners.   

Lath should wrap around and meet at or near center of one of 
the column sides, overlapping by at least 1 inch. 

Follow remaining procedures on Pages 4  and 5. 

CMU or Wood Substrates are Typical 

Corners Corners (Outside, 90 Degree Only)(Outside, 90 Degree Only)  

Start at the bottom. 

Stagger leg lengths. 

Maintain level leg and returns, excluding 
irregular stone (i.e. fieldstone & mosaic).  

 

Virginia & Hudson Ledgestone Only 

For every corner, integrate 2ɂ3 flats  
above it to avoid a vertical jagged line. 

 

Refer to downloadable flyer:                                
         http://nsvi.com/NSVI_virgledge_corners.pdf 

 

If capping top of exterior column(s), caps should extend 
1ɂ2 inches beyond the surface of the installed stone to 

help facilitate water run-off. 

Drystacking  Drystacking  ((TIGHTTIGHT--FitFit  jointsjoints))  

Ledgestone is typically installed with tight -fit 
joints.  (All NSVI products can be done similarly.) 

NSVI recommends ThinSet for all tight-fit     
applications. (Not truly mortar-ÌÅÓÓȢ  3ÅÅ 0ÇȢ Φ Ȱ-ÏÒÔÁÒȱȢɊ 

Cured Thinset mortar color is usually white or 
gray, however, a color additive can be mixed in 
with gray ThinSet to better compliment the 
natural stone hues.  Follow instructions on 
ÍÁÎÕÆÁÃÔÕÒÅÒȭÓ ÌÁÂÅÌ ÔÏ ÅÎÓÕÒÅ ÐÒÏÐÅÒ ÁÎÄ ÃÏÎȤ
sistent proportions. 

FireplacesFireplaces  

Make Over:  Installing Stone Over Existing Brick 
      Brick surface texture and coatings (if present)  
      must be evaluated to determine if wire mesh  
      and scratch coat is needed.  If too smooth or  
      painted, wire mesh and scratch coat is required.    
      If surface is porous, unpainted, and  
      mortar joints are in good shape, clean surface,  
      ensure it is debris free, then butter back of   
      stone, and firmly press stone into place. 

                                                    

      (Trim & KeystonesɂSee Pg. 7) 
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Before... After... 

Hearths  

Building a new hearth out of plywood, followed by wire mesh, anchoring to floor, scratchcoat, then stone. 

     Wire Mesh applied   
     over drywall. 

Scratch-coat of 
mortar applied. 

Finished project. Keeping stones 
level. 
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Application Tips Application Tips (continued)(continued)                                 Stone PatternsStone Patterns  
NSVI recommends the following patterns 
& layouts.  Please view NSVI website  
photo slideshows  in each Collection for 
representative installations.  Note that it 
is not necessary to strictly follow these  
recommended configurations: 

http://www.nsvi.com/
Jewel_Specification_Sheet.pdf 

Dimensionalɂ  2:1 pattern, specified heights 

Random Ashlarɂ  Combination  1:1  &  2:1 pattern 

Ledgestoneɂ  Typically tight -fit , 1:1 pattern 

Mosaicɂ Irregular, randomly sized material 

Travertine:  Specified sizes & layout (see link below) 

NSVI Collection:   
   Ledgestone 

NSVI Collections:     
    Biltmore  
    Traditional 
    Tuscan 

NSVI Collections:      
   Fieldstone  
   Mosaic 
   Old World 

NSVI Collection:   
   Dimensional 

NSVI Collection:   
   Stone Jewel 

FlashingsFlashings 

Floors, Walks, & PatiosFloors, Walks, & Patios 

Grade Level FinishingGrade Level Finishing 

Hearth, Trim, & KeystonesHearth, Trim, & Keystones 

Sills & WindowsSills & Windows 

Consult your local building codes, and review 
NSVI drawings at the following link:    
http://nsvi.com/architectural_specs.iml 

Natural Thin Stone veneers can be installed over untreated concrete 
walks and other substrates.  NSVI recommends travertine stone tiles 
for horizontal surfaces, but high density limestone can also be used.  
For walking safety, give consideration to stone surface texture and 
footwear before purchasing and/or installation.   
            

Surface options: 
 

Interiorsɂ Over Concrete 
               Over Wood Subfloor  

Exteriorsɂ Over Concrete  
                                 Over Decking  (Additional consideration to deck design may be required.) 

Keystone 

Trim stone 

Hearth stone 

NSVI accessory stones have the dimensions shown below, or can 
be custom-cut onsite using the same stone type as the project:  

Custom-Cut  
Accessories  
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Sill:  Indiana Rockface Grey  
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See installation videos:  http://nsvi.com/installation_instructions.html 

Over Concreteɂ3ÔÏÎÅ ÉÓ ÔÏ ÒÅÍÁÉÎ Τȱ ÁÂÏÖÅ ɉÉȢÅȢ ÇÁÒÁÇÅ ÆÒÏÎÔɊȢ 

Ground Levelɂ3ÔÏÎÅ ÉÓ ÔÏ ÒÅÍÁÉÎ Φȱ ÁÂÏÖÅȢ 

2 1/2  in. 
2 1/4  in. 

48 in. 

Sills should be installed at a slight 
downward angle for water run-off.  

Indiana Rockface Grey  
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6 in. 

10 in. 

20 in. 

2
0 in
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Natural Stone Veneers International, Inc.ɂLimited Warranty 
3ÕÂÊÅÃÔ ÔÏ ÔÈÅÓÅ ÔÅÒÍÓ ÁÎÄ ÃÏÎÄÉÔÉÏÎÓȟ .ÁÔÕÒÁÌ 3ÔÏÎÅ 6ÅÎÅÅÒÓ )ÎÔÅÒÎÁÔÉÏÎÁÌȟ )ÎÃ ɉȰ.36)ȱɊ ×ÁÒÒÁÎÔÓ ÉÔÓ ÐÒÏÄÕÃÔÓ ÆÏÒ Á ÐÅÒÉÏÄ Ïf fifty (50) years from the date of 
original purchase from NSVI against manufacturing defects when used on a structure which confirms to all building codes and regulations and when installed in 
ÁÃÃÏÒÄÁÎÃÅ ×ÉÔÈ .36)ȭÓ ÉÎÓÔÒÕÃÔÉÏÎȟ ÓÐÅÃÉÆÉÃÁÔÉÏÎÓ ÁÎÄ ÇÕÉÄÅÌÉÎÅÓȢ  )Î ÔÈÅ ÅÖÅÎÔ ÏÆ Á ÄÅÆÅÃÔȟ .36) ×ÉÌÌ ÃÒÅÄÉÔ ÔÈÅ ÃÏÓÔ ÏÆ ÔÈe pÒÏÄÕÃÔÓ ÐÕÒÃÈÁÓÅÄ ÏÒȟ ÁÔ .36)ȭÓ ÏÐÔÉÏÎȟ 
repair or provide new products to replace any products determined to be defective.  This warranty is limited to the original purchaser and may not be transferred 
to any subsequent  owner.  This limited warranty does not cover damage from:  a) settlement of the building or improvement or other structural movements; b) 
contact with chemicals or paint; c) deterioration or discoloration due to airborne contaminants; or d) staining or oxidation.  This limited warranty covers only 
manufacturing defects in NSVI products.  NSVI is not responsible for labor costs in removal and replacement of defective products. 
 
THIS LIMITED WARRANTY DOES NOT COVER, AND SHALL AUTOMATICALLY BECOME NULL AND VOID, FOR THE FOLLOWING REASONS:  (i) ABUSE; (ii) MISUSE; (iii) ACCIDENT; (iv) IMPROPER INSTALLATION, APPLICATION OR MAINTENANCE; (v) 
FAILURE TO NOTIFY NSVI OF A CLAIMED COVERED DEFECT IMMEDIATELY WHEN NOTICED; OR (vi) FAILURE TO USE THE PRODUCTS IN ACCORDANCE W)4( .36)ȭ3 ).3425#4)/.3ȟ 30%#)&)#!4)/.3 !.$ '5)$%,).%3Ȣ  4()3 7!22!.49 )3 %8#,53)6%ȟ 
AND EXCEPT AS EXPRESSLY SET FORTH HEREIN, NSVI MAKES NO OTHER WARRANTIES OF ANY KIND, EXPRESS OR IMPLIED, AND DISCLAIMS ALL WARRANTIES, INCLUDING ANY IMPLIED WARRANTY OF MERCHANTABILITY OR FITNESS FOR A PARTICU-
LAR PURPOSE.  IN ANY EVENT, THE SOLE REMEDY OF THE ORIGINAL PURCHASER SHALL BE A CREDIT FOR THE COST OF THE PRODUCTS PURCHASED F2/- .36) /2ȟ !4 .36)ȭ3 /04)/.ȟ 2%0!)2 /2 2%0,!#%-%.4 /& 35#( 02/$5#43Ȣ  .36) 3(!,, 
UNDER NO CIRCUMSTANCES, WHETHER FOR A FAILURE OF ITS LIMITED WARRANTY OR OTHERWISE, BE LIABLE TO BUYER OR OTHERWISE FOR SPECIAL, INCIDENTAL, DIRECT, PUNITIVE, OR CONSEQUENTIAL DAMAGES, OR FOR DAMAGES IN EXCESS 
OF ANY AMOUNTS PAID TO NSVI HEREUNDER.  NO WAIVER, ALTERATION, ADDITION OR MODIFICATION OF THE FOREGOING CONDITIONS SHALL BE VALID UNLESS MADE IN WRITING AND SIGNED BY AN OFFICER OF NSVI.  

Codes & StandardsCodes & Standards 
ASTMASTM  

C 847  C 847  Metal LathMetal Lath  

C 270  C 270  Mortar for Unit MasonryMortar for Unit Masonry  

  

ACI 530.1ACI 530.1--05/ASCE 605/ASCE 6--05/TMS 40205/TMS 402--05, 60205, 602--0505  

                                        Building Code Requirements Building Code Requirements   

                                        for Masonry Structuresfor Masonry Structures  

  

ANSI 118.4    ANSI 118.4    Thinset (medium grade)Thinset (medium grade)  
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C O N T A C T      I  N F O R M A T I O NC O N T A C T      I  N F O R M A T I O N  
Natural Stone Veneers International Inc.Natural Stone Veneers International Inc.  

P.O. Box 347P.O. Box 347  

Fond du Lac, WI  54936Fond du Lac, WI  54936--03470347  

ȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȢȢȢȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȣȢȢȢ  

Toll Free:                                                    Toll Free:                                                    877877--923923--28002800  

Dealer Info & Tech Support:                Dealer Info & Tech Support:                920920--251251--24342434  

Email:                                                       Email:                                                       info@nsvi.com info@nsvi.com  


